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Remark:
The test of the antibacterial efficacy :The surface active surfactant (Tween80 0.05%) was added to the test inoculum. i ]m
Washing method:"Washing method of textile products with SEK mark" specified by Japan Textile Evaluation Technology Council - Standard washing BOKEN Issued | Taka
method BOKEN QUALITY by hashi
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Notice: This test result is applied to the submitted sample, not to the lot.

Unauthorized reproduction, in whole or in part, is strictly prohibited.

Test report without an official seal is invalid.



